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X12CrMnNiN17-7-5

1Cr17Mn6Ni 5N

X12CrMnNiN18-9-5

1Cr18Mn8Ni 5N

X17CrNi 16-2 1Cr17Ni 2
X20Crl3 2Cr13
X2CrMoTi 18-2 00Cr18Mo2
X2CrNi 18-9 1Cri8Ni 9
X2CrNi 19-11 00CrionNi 10

X2CrNiMol18-14-3

00Cr17Ni 14Mo2

X2CrNiMo18-15-4

00Cr19Ni 13Mo3

X2CrNiMoN17-11-2

OCr17Ni 12Mo2N

X2CrNiMoN17-13-3

00Cr17Ni 13Mo2N

X2CrNiN18-10 OOCri18Ni 10N
X30Cr13 3Crl13
X39Cri13 4Cri3

X3CrNiCul8-9-4

0Cr18Ni 9Cu3

X3CrNiMo17-13-3

OCri9Ni 13Mo3

X4CrNi 18-12

1Cri18Ni 12

X5CrNi 18-10

OCri8Ni 9

X5CrNi CuNb16-4

OCr17Ni 4Cu4Nb

X5CrNiMol17-12-2

0OCr17Ni 12Mo2

X5CrNiN19-9 OCr19Ni 9N

1Crl12
X6Cri13

0Cri13Al
X6Crl7 1Crl7
X6CrAl 13 0OCri13Al
X6CrMol7-1 1Cri17Mo
X6CrMoS17 Y1Crl7

X6CrNiMoTi17-12-2

1Cr18Ni 12Mo2Ti

OCri18Ni 12Mo2Ti

OCr18Ni 12Mo3Ti

X6CrNiTi18-10

1Cri8Ni 9Ti

OCri8Ni 10Ti

X6CrTiNbl8-10

OCr18Ni 11Nb

X70CrMol15 7Crl7
X7CrNiAl17-7 OCr17Ni 7Al
X8CrNi S18-9 YA1Cri18Ni9
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1.4002 OCri3Al
1.4006 1Crl3
1.4016 ML1Cri17
1Crl7
1.4021 2Crl13
1.4028 3Cri3
1.4031 4Cr13
1.4057 1Cr17Ni 2
1.4105 Y1Crl7
1.4109 7Crl7
1.4113 1Crl7Mo
1.4125 1i1Crl7
9Cri18Mo
1.4301 OCri8Ni 9
1.4303 MLI1Cr18Ni 12
1.4305 Y1Cri8Ni 9
1.4306 00CrionNi 10
1.4307 1Cr18Ni 9
1.4311 00Cri8Ni 10N
1.4315 OCr19Ni 9N
1.4372 1Cr17Mn6Ni 5N
1.4373 1Cr18Mn8Ni 5N
1.4401 OCr17Ni 12Mo2
1.4406 OCri7Ni 12Mo2N
1.4429 00Cr17Ni 13Mo2N
1.4435 00Cri17Ni14Mo2
1.4436 OCr19Ni 13Mo3
1.4438 00Cr19Ni 13Mo3
1.4521 00Cr18Mo2
MLA1Cr18Ni 9Ti
1.4541 1Cr18Ni 9Ti
OCr18Ni 10Ti
1.4542 OCr17Ni 4Cu4Nb
1.4567 MLOCri18Ni 9Cu3
1.4568 OCr17Ni 7Al
1.4571 1Cri8Ni 12Mo2Ti
1.4571 OCr18Ni 12Mo2Ti
1.4000* 1Crl2
OCr13Al
1.4550* OCri18Ni 11Nb
11Crl17
X105CrMol7 oCrisiio
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